
MILES CITY

T-1B, crack & failed sealant T-2A, edge cracking

A-4, manhole with cracksA-3, mechanical weathering of overlay
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MILES CITY

T-3, mechanical weathering T-2, valley drain

A-5, overviewA-3A, overview
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MILES CITY

T3-B, edge detail with crack &
scraped duct marker

R-11, surface with scrape, ravelling
& crack

R-21, overviewT-7, overview
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MILES CITY

R-21, surface detail

R-21, overview

T-6, overlay
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